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Abstract 
   A detailed model of the High Luminosity LHC inner 
triplet region with new large-aperture Nb3Sn magnets, 
field maps, corrector packages, and segmented tungsten 
inner absorbers was built and implemented into the 
FLUKA and MARS15 codes. In the optimized 
configuration, the peak power density averaged over the 
magnet inner cable width is safely below the quench 
limit. For the integrated luminosity of 3000 fb-1, the peak 
dose in the innermost magnet insulator ranges from 20 to 
35 MGy. Dynamic heat loads to the triplet magnet cold 
mass are calculated to evaluate the cryogenic capability. 
In general, FLUKA and MARS results are in a very good 
agreement.  

INTRODUCTION 
After operation at the nominal luminosity, the LHC is 

planned to be upgraded to a 5-fold increased luminosity 
of 5×1034 cm-2s-1.  The upgrade includes replacement of 
the IP1/IP5 inner triplet (IT) 70-mm NbTi quadrupoles 
with the 150-mm coil aperture Nb3Sn quadrupoles along 
with the new 150-mm coil aperture NbTi dipole magnet.  

As the first studies of radiation loads in the LHC 
upgrades have shown [1,2], one could provide the 
operational stability and adequate lifetime of the IT 
superconducting magnets by using the tungsten-based 
inner absorbers in the magnets. The goals are: (1) reduce 
the peak power density in the inner Nb3Sn cable to below 
the quench limit with a safety margin; (2) keep the 3000 
fb-1 lifetime peak dose in the innermost layers of 
insulation and radiation loads on inorganic materials in 
the hottest spots of the coils below the known radiation 
damage limits; (3) keep the dynamic heat load to the cold 
mass at a manageable level. 

FLUKA – MARS MODELING 
To design such a system in a consistent and confident 

way, the coherent investigations have been undertaken 
with two independent Monte-Carlo codes benchmarked in 
the TeV energy region and used in such applications: 
FLUKA at CERN [3,4] and MARS15(2014) at Fermilab 
[5-7]. The studies were done for 7+7 TeV pp-collisions at 
the luminosity of 5×1034 cm-2s-1 with a 295 rad half-
angle vertical crossing in IP1 (which was found earlier to 
be the worst case) using DPMJET-III as the event 
generator. 

 

 
 
Figure 1: Computer model of HiLumi LHC inner triplet 
with correctors MCBX/CP and D1 dipole. 

 
   The identical, very detailed geometry model was 
created and used in both the codes with same materials 
and magnetic field distributions in each of the 
components of the 80-m region from IP through the D1 
dipole. Figs. 1-3 show a 3D view of the model and details 
in the inner parts of the quadrupoles and orbit correctors. 
In this study, the maximum thickness of a segmented 
tungsten absorber in the first quadrupole is 1.6cm (up to 
~32.5m from IP), and 0.6cm in the rest of IT and D1. 

 
 
Figure 2: Details of the FLUKA-MARS model in the 
innermost region of the Q2-Q3 quadrupoles. 
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Figure 3: Cross-sectional view of the FLUKA-MARS 
model in the central part of the MCBX orbit correctors. 

 
Fine-mesh distributions of power density as well as of 

accumulated for 3000 fb-1 integrated luminosity (~10-12 
years of HiLumi LHC operation) absorbed dose, neutron 
fluence and Displacement-Per-Atom (DPA) along with 
dynamic heat load in every IT component were calculated 
with FLUKA and MARS in high-statistics runs. The 
power density and dynamic heat load results are 
normalized to the luminosity of 5×1034 cm-2s-1, while all 
other ones to the 3000 fb-1 integrated luminosity. 
Longitudinal scoring bins are 10 cm, and azimuthal ones 
are 2o. Radially, power density is scored in the 
superconducting cable width, while dose, fluence and 
DPA are scored at the azimuthal maxima within the 
innermost layer equal to 3-mm or its thickness, whatever 
is thinner. 

OPERATIONAL RADIATION LOADS 
   Power density isocontours at the IP end of the cold mass 
of the Q2A quadrupole are shown in Fig. 4. The 
longitudinal peak power density profile on the inner coils 
of the IT magnets at the azimuthal maxima is presented in 
Fig. 5. Results from FLUKA and MARS are in an 
excellent agreement. The peak value of 2 mW/cm3 in the 
quadrupoles is 20 times less than the assumed quench 
limit of 40 mW/cm3 in Nb3Sn coils. The peak value of 
~1.5 mW/cm3 in the NbTi based coils of the correctors 
and D1 dipole is almost ten times less of the known 
quench limit 13 mW/cm3 in such coils. 
   The total power dissipation in the IT region from the 
IP1 collision debris splits roughly 50-50 between the cold 
mass and the beam screen with tungsten absorber: 630 W 
and 615 W, respectively, from the FLUKA calculations. 
MARS predicts about 2% lower values. For the 45-m 
effective length of the cold mass, the average dynamic 
heat load on it is ~14 W/m. 

 
 
Figure 4: Power density isocontours at the IP end of Q2A. 

 
 

 
Figure 5: Longitudinal peak power density profile on the 
inner coils of the IT magnets. 

LIFETIME RADIATION LOADS 
   The peak dose and DPA – the quantities that define 
radiation damage and lifetime of insulators and non-
organic materials of the IT magnets, respectively – are 
calculated at the azimuthal maxima in the innermost tiny 
layers of each the IT component shown in Figs. 2-3. 
   The longitudinal peak dose profiles on the inner coils 
and insulating materials are presented in Fig. 6. The 
values in the MCBX orbit correctors in the Q1-Q2A, 
Q2B-Q3 and Q3-D1 regions are given for the epoxy layer 
(FLUKA) and kapton layer (MARS); see Fig. 3 for 
details. Results from FLUKA and MARS are again in a 
good agreement. The larger aperture IT magnets and the 
tungsten absorbers implemented perform very well, 
reducing the peak values of both power density and 
absorbed dose in the HiLumi LHC IT to the levels which 
correspond to the LHC nominal luminosity. 
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